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National ForewordNational Foreword

I.S. EN ISO 2286-2:2016 is the adopted Irish version of the European Document EN ISO 2286-2:2016, Rubber-
or plastics-coated fabrics - Determination of roll characteristics - Part 2: Methods for determination of total
mass per unit area, mass per unit area of coating and mass per unit area of substrate

This document does not purport to include all the necessary provisions of a contract. Users are responsible
for its correct application.

Compliance  with this  document does  not of  itse lf  confer immunity  from legal obligations .Compliance  with this  document does  not of  itse lf  confer immunity  from legal obligations .

In line with international standards practice the decimal point is shown as a comma (,) throughout this
document. 
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 EUROPEAN STANDARD NORME EUROPÉENNE EUROPÄISCHE NORM 

 
 EN ISO 2286-2   
  October 2016 

ICS 59.080.40 Supersedes EN ISO 2286-2:1998
English Version  Rubber- or plastics-coated fabrics - Determination of roll characteristics - Part 2: Methods for determination of total mass per unit area, mass per unit area of coating and mass per unit area of substrate (ISO 2286-2:2016) Supports textiles revêtus de caoutchouc ou de plastique - Détermination des caractéristiques des rouleaux - Partie 2: Méthodes de détermination de la masse surfacique totale, de la masse surfacique du revêtement et de la masse surfacique du support (ISO 2286-2:2016) 

 Mit Kautschuk oder Kunststoff beschichtete Textilien - Bestimmung der Rollencharakteristik - Teil 2: Bestimmung der flächenbezogenen Gesamtmasse, der flächenbezogenen Masse der Beschichtung und der flächenbezogenen Masse des Trägers (ISO 2286-2:2016) 
This European Standard was approved by CEN on 1 September 2016.   CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member.  This European Standard exists in three official versions (English, French, German). A version in any other language made by translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same status as the official versions.  CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey andUnited Kingdom.    
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