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National Foreword

I.S. EN ISO 14555:2017 is the adopted Irish version of the European Document EN ISO 14555:2017, Welding -
Arc stud welding of metallic materials (ISO 14555:2017)

This document does not purport to include all the necessary provisions of a contract. Users are responsible
for its correct application.

For relationships with other publications refer to the NSAl web store.

Compliance with this document does not of itself confer immunity from legal obligations.

In line with international standards practice the decimal point is shown as a comma (,) throughout this
document.
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European foreword

This document (EN ISO 14555:2017) has been prepared by Technical Committee ISO/TC 44 "Welding
and allied processes"” in collaboration with Technical Committee CEN/TC 121 “Welding and allied
processes” the secretariat of which is held by DIN.

This European Standard shall be given the status of a national standard, either by publication of an
identical text or by endorsement, at the latest by November 2017 and conflicting national standards
shall be withdrawn at the latest by November 2017.

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document supersedes EN ISO 14555:2014.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria,
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia,
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta,
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland,
Turkey and the United Kingdom.

Endorsement notice

The text of ISO 14555:2017 has been approved by CEN as EN ISO 14555:2017 without any modification.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation on the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO’s adherence to the
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see the following
URL: www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 44, Welding and allied processes,
Subcommittee SC 10, Quality management in the field of welding.

This fourth edition cancels and replaces the third edition (ISO 14555:2014), of which it constitutes a
minor revision and contains the following changes:

— undated references to ISO 14732, 1SO 13918 and ISO 15607;
— the expression “welding diameter” has been changed to “welded cross-section” in 3.6;
— the word “deformability” has been changed to “deformation” in the last sentence of 12.3;

— the second and third paragraphs of 12.4 have been combined;

— the expression “welding diameter” has been changed to “visible width of the welding zone” in 12.6;

— the appearance “Collar off-centre with unacceptable undercut” is now given under “Visual
examination or macro cut” in Table A.5;

— the missing symbol “<” in Annex D has been introduced for application <100 °C.

Requests for official interpretations of any aspect of this document should be directed to the Secretariat
of ISO/TC 44/SC 10 via your national standards body. A complete listing of these bodies can be found at

WWW.iS0.0rg.

vi © ISO 2017 - All rights reserved
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Introduction

The purpose of arc stud welding is to weld predominantly pin-shaped metal parts to metal workpieces.
In this document, it is referred to simply as stud welding. Among other things, stud welding is used
in bridge building (especially in composite structures), steel structures, shipbuilding, facade-
wall fabrication, vehicle manufacture, apparatus engineering, steam-boiler construction, and the
manufacture of household appliances.

The quality of a stud weld depends not only on strict compliance with the welding procedure
specification but also on the correct function of the actuating mechanism (e.g. welding guns), and on
the condition of the components, of the accessories and of the power supply.

This document does not invalidate former specifications, providing the technical requirements are
equivalent and satisfied.

© 1S0 2017 - All rights reserved vii
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Welding — Arc stud welding of metallic materials

1 Scope

This document covers arc stud welding of metallic materials subject to static and fatigue loading. It
specifies requirements that are particular to stud welding, in relation to welding knowledge, quality
requirements, welding procedure specification, welding procedure qualification, qualification testing
of operators and testing of production welds.

This document is appropriate where it is necessary to demonstrate the capability of a manufacturer to
produce welded construction of a specified quality.

NOTE General quality requirements for fusion welding of metallic materials are given in ISO 3834-1,
[SO 3834-2,1S0 3834-3,1SO 3834-4 and SO 3834-5.

This document has been prepared in a comprehensive manner, with a view to it being used as a
reference in contracts. The requirements contained within it can be adopted in full, or partially, if
certain requirements are not relevant to a particular construction (see Annex B). For processing of stud
welding, see Annex A.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies. For
undated references, the latest edition of the referenced document (including any amendments) applies.

[SO 3834-1, Quality requirements for fusion welding of metallic materials — Part 1: Criteria for the selection
of the appropriate level of quality requirements

ISO 3834-2, Quality requirements for fusion welding of metallic materials — Part 2: Comprehensive quality
requirements

ISO 3834-3, Quality requirements for fusion welding of metallic materials — Part 3: Standard quality
requirements

[SO 3834-4, Quality requirements for fusion welding of metallic materials — Part 4: Elementary quality
requirements

ISO 4063, Welding and allied processes — Nomenclature of processes and reference numbers

[SO 6947, Welding and allied processes — Welding positions

ISO 9606-1, Qualification testing of welders — Fusion welding — Part 1: Steels

IS0 9606-2, Qualification test of welders — Fusion welding — Part 2: Aluminium and aluminium alloys
ISO 13918, Welding — Studs and ceramic ferrules for arc stud welding

ISO 14175, Welding consumables — Gases and gas mixtures for fusion welding and allied processes
[SO 14731, Welding coordination — Tasks and responsibilities

1SO 14732, Welding personnel — Qualification testing of welding operators and weld setters for mechanized
and automatic welding of metallic materials

[SO 15607, Specification and qualification of welding procedures for metallic materials — General rules

ISO/TR 15608, Welding — Guidelines for a metallic materials grouping system

© IS0 2017 - All rights reserved 1



¥ SAIGLOBAL

This is a free preview. Purchase the entire publication at the link below:

Product Page

@ Looking for additional Standards? Visit Intertek Inform Infostore

@ Learn about LexConnect, All Jurisdictions, Standards referenced in Australian legislation


https://shop.standards.ie/en-ie/standards/i-s-en-iso-14555-2017-883609_saig_nsai_nsai_2098949/
https://www.intertekinform.com
https://www.intertekinform.com/en-au/regulatory-management/lexconnect-and-codeconnect/

