
Irish  Standard
I.S.  EN  ISO  17782:2018

Petroleum,  petrochemical  and  natural  gas 
industries  -  Scheme  for  conformity 
assessment  of  manufacturers  of  special 
materials  (ISO  17782:2018)

©  CEN  2018      No copying without NSAI permission except as permitted by copyright law.

This is a free page sample. Access the full version online.



I.S.  EN  ISO  17782:2018 

Incorporating amendments/corrigenda/National Annexes issued since publication: 

The National Standards Authority of Ireland (NSAI) produces the following categories of formal documents:

I.S. xxx: Irish Standard — national specification based on the consensus of an expert panel and subject to public consultation.

S.R. xxx: Standard Recommendation — recommendation based on the consensus of an expert panel and subject to public consultation.

SWiFT xxx: A rapidly developed recommendatory document based on the consensus of the participants of an NSAI workshop.

This document replaces/revises/consolidates the NSAI adoption of the document(s) indicated on the
CEN/CENELEC cover/Foreword and the following National document(s):

NOTE: The date of any NSAI previous adoption may not match the date of its original CEN/CENELEC
document.

This document is based on:

EN  ISO  17782:2018

Published:

2018-11-28

This document was published
under the authority of the NSAI
and comes into effect on:

2018-12-17

ICS number:

75.020 

NOTE: If blank see CEN/CENELEC cover page

NSAI
1 Swift Square, 
Northwood, Santry 
Dublin 9

T +353 1 807 3800 
F +353 1 807 3838 
E standards@nsai.ie 
W NSAI.ie

Sales:
T +353 1 857 6730 
F +353 1 857 6729 
W standards.ie

Údarás um Chaighdeáin Náisiúnta na hÉireann

This is a free page sample. Access the full version online.



National Foreword

I.S.  EN  ISO  17782:2018 is the adopted Irish version of the European Document EN  ISO  17782:2018,
Petroleum,  petrochemical  and  natural  gas  industries  -  Scheme  for  conformity  assessment  of 
manufacturers  of  special  materials  (ISO  17782:2018)

This document does not purport to include all the necessary provisions of a contract. Users are responsible
for its correct application.

For relationships with other publications refer to the NSAI web store.

Compliance  with this  document does  not of  itse lf  confer immunity  from legal obligations .       

In line with international standards practice the decimal point is shown as a comma (,) throughout this
document. 

This is a free page sample. Access the full version online.



 

 

 

 

 

 

 

 

 

 

 

 

 

 

This page is intentionally left blank 

This is a free page sample. Access the full version online.



  

 EUROPEAN STANDARD NORME EUROPÉENNE EUROPÄISCHE NORM 

 
 EN ISO 17782   
  November 2018 

ICS 75.020 
English Version  Petroleum, petrochemical and natural gas industries - Scheme for conformity assessment of manufacturers of special materials (ISO 17782:2018) Industries du pétrole, de la pétrochimie et du gaz naturel - Système d'évaluation de la conformité des fabricants de matériaux spéciaux (ISO 17782:2018)  Erdöl-, petrochemische und Erdgasindustrie - Herstellerqualifizierung von Sonderwerkstoffen (ISO 17782:2018) 

This European Standard was approved by CEN on 27 September 2018.   CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national standards may be obtained on application to the CEN-CENELEC Management Centre or to any CEN member.  This European Standard exists in three official versions (English, French, German). A version in any other language made by translation under the responsibility of a CEN member into its own language and notified to the CEN-CENELEC Management Centre has the same status as the official versions.  CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United Kingdom.    

 EUROPEAN COMMITTEE FOR STANDARDIZATION C O M I T É  E U R O P É E N  D E  N O R M A L I S A T I O N E U R O P Ä I S C H E S  K O M I T E E  F Ü R  N O R M U N G    
CEN-CENELEC Management Centre:  Rue de la Science 23,  B-1040 Brussels 

© 2018 CEN All rights of exploitation in any form and by any means reserved worldwide for CEN national Members. Ref. No. EN ISO 17782:2018 E

I.S. EN ISO 17782:2018
This is a free page sample. Access the full version online.



EN ISO 17782:2018 (E) 

2 

Contents Page 

European foreword ....................................................................................................................................................... 3 

 

I.S. EN ISO 17782:2018
This is a free page sample. Access the full version online.



EN ISO 17782:2018 (E) 

3 

European foreword 

This document (EN ISO 17782:2018) has been prepared by Technical Committee ISO/TC 67 "Materials, 
equipment and offshore structures for petroleum, petrochemical and natural gas industries" in 
collaboration with Technical Committee CEN/TC 12 “Materials, equipment and offshore structures for 
petroleum, petrochemical and natural gas industries” the secretariat of which is held by NEN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by May 2019, and conflicting national standards shall be 
withdrawn at the latest by May 2019. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 17782:2018 has been approved by CEN as EN ISO 17782:2018 without any modification. 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization. 

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the 
different types of ISO documents should be noted. This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www​.iso​.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www​.iso​.org/patents).

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement. 

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and 
expressions related to conformity assessment, as well as information about ISO's adherence to the 
World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT) see www​.iso​
.org/iso/foreword​.html.

This document was prepared by Technical Committee ISO/TC  67, Materials, equipment and offshore 
structures for petroleum, petrochemical and natural gas industries.

Any feedback or questions on this document should be directed to the user’s national standards body. A 
complete listing of these bodies can be found at www​.iso​.org/members​.html.
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Introduction

This document is based on NORSOK M-650, 4th edition, which was developed by the Norwegian 
petroleum industry to ensure adequate safety, value added and cost effectiveness for petroleum 
industry developments and operations.

The conformity assessment requirements provide a Scheme for manufacturers to demonstrate their 
competence and experience to manufacture the relevant material grades and product forms. The 
intention is that a manufacturing procedure conformity record (MPCR) accepted by one customer 
should also be acceptable for other customers, within the essential variables of this document.

This document includes the following annexes that are either normative or informative:

—	 Annex A provides the Manufacturing Procedure Summary front page and examples (informative);

—	 Annex B contains the Temperature Uniformity Survey with additional requirements to Annex M of 
ISO 10423:2009 and ASTM A991-10 (normative);

—	 Annex C provides an example of verification of the heat treatment procedure (informative);

—	 Annex D contains requirements related to fasteners (normative);

—	 Annex E contains requirements related to induction bending in the case of testing for qualification 
of bends without post-bend heat treatment (normative);

—	 Annex F contains requirements for the assessment of testing laboratories (normative);

—	 Annex G provides the Manufacturing Procedure Conformity Record front page (normative).

﻿
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Petroleum, petrochemical and natural gas industries — 
Scheme for conformity assessment of manufacturers of 
special materials

1	 Scope

This document establishes a procedure for verifying that the manufacturer of special materials for 
the petroleum, petrochemical and natural gas industries has sufficient competence and experience 
of the relevant material grades of metal, and the necessary facilities and equipment, to manufacture 
these materials in the required shapes and sizes with acceptable properties according to the applicable 
standard, material specification and/or material data sheet specified by the purchaser.

This document is applicable to manufacturers of various materials, product forms and manufacturing 
processes when specified by the purchaser. This document has been established considering especially, 
but not exclusively:

a)	 duplex stainless steel;

b)	 high alloyed austenitic stainless steel;

c)	 nickel-based alloys;

d)	 titanium and its alloys.

This document is also applicable to the processes of induction bending and strain-hardened products.

2	 Normative references

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies.

ISO 3834-2, Quality requirements for fusion welding of metallic materials — Part 2: Comprehensive quality 
requirements

ISO 9000, Quality management systems — Fundamentals and vocabulary

ISO 10423:2009, Petroleum and natural gas industries — Drilling and production equipment — Wellhead 
and christmas tree equipment

ISO 10474, Steel and steel products — Inspection documents

ISO  14343, Welding consumables  — Wire electrodes, strip electrodes, wires and rods for arc welding of 
stainless and heat resisting steels — Classification

ISO  15590-1, Petroleum and natural gas industries  — Induction bends, fittings and flanges for pipeline 
transportation systems — Part 1: Induction bends

ISO  15614-1, Specification and qualification of welding procedures for metallic materials — Welding 
procedure test — Part 1: Arc and gas welding of steels and arc welding of nickel and nickel alloys

ISO/IEC 17000:2004, Conformity assessment — Vocabulary and general principles

ISO/IEC 17025, General requirements for the competence of testing and calibration laboratories

INTERNATIONAL STANDARD� ISO 17782:2018(E)

© ISO 2018 – All rights reserved� 1

I.S. EN ISO 17782:2018
This is a free page sample. Access the full version online.



This is a free preview.  Purchase the entire publication at the link below:

Product Page

Looking for additional Standards? Visit Intertek Inform Infostore 

Learn about LexConnect, All Jurisdictions, Standards referenced in Australian legislation

https://shop.standards.ie/en-ie/standards/i-s-en-iso-17782-2018-1139855_saig_nsai_nsai_2699239/
https://www.intertekinform.com
https://www.intertekinform.com/en-au/regulatory-management/lexconnect-and-codeconnect/

