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European foreword 

This document (EN 438-2:2016) has been prepared by Technical Committee CEN/TC 249 "Plastics", the 
secretariat of which is held by NBN. 

This European Standard shall be given the status of a national standard, either by publication of an 
identical text or by endorsement, at the latest by August 2016, and conflicting national standards shall be 
withdrawn at the latest by August 2016. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent 
rights. 

This document supersedes EN 438-2:2005. 

EN 438, High-pressure decorative laminates (HPL) — Sheets based on thermosetting resins (usually called 
laminates), consists of the following parts: 

— Part 1: Introduction and general information 

— Part 2: Determination of properties 

— Part 3: Classification and specifications for laminates less than 2 mm thick intended for bonding to 
supporting substrates 

— Part 4: Classification and specifications for Compact laminates of thickness 2 mm and greater 

— Part 5: Classification and specifications for flooring grade laminates less than 2 mm thick intended for 
bonding to supporting substrates 

— Part 6: Classification and specifications for Exterior-grade Compact laminates of thickness 2 mm and 
greater 

— Part 7: Compact laminate and HPL composite panels for internal and external wall and ceiling finishes 

— Part 8: Classification and specifications for design laminates 

— Part 9: Classification and specifications for alternative core laminates 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, 
Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United 
Kingdom. 
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1 Scope 

This European Standard specifies the methods of test for determination of the properties of high-pressure 
decorative laminates as defined in Clause 3. These methods are primarily intended for testing the sheets 
specified in EN 438-3, EN 438-4, EN 438-5, EN 438-6, EN 438-8, and EN 438-9. 

The precision of the test methods, specified in this European Standard, is not known because inter-
laboratory data are not yet available. When inter-laboratory data will be obtained, precision statements 
will be added to the test method at the following revision. For those test methods having an end point 
determination based on subjective judgement, it is not meaningful to make a statement of precision. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies. 

EN 204, Classification of thermoplastic wood adhesives for non-structural applications 

EN 312, Particleboards — Specifications 

EN 316, Wood fibre boards — Definition, classification and symbols 

EN 438-1, High-pressure decorative laminates (HPL) — Sheets based on thermosetting resins (usually called 
laminates) — Part 1: Introduction and general information 

EN ISO 62, Plastics — Determination of water absorption (ISO 62) 

EN ISO 178, Plastics — Determination of flexural properties (ISO 178) 

EN ISO 291, Plastics — Standard atmospheres for conditioning and testing (ISO 291) 

EN ISO 2813, Paints and varnishes — Determination of gloss value at 20°, 60° and 85° (ISO 2813) 

EN ISO 3668, Paints and varnishes — Visual comparison of the colour of paints (ISO 3668) 

EN ISO 4287, Geometrical product specifications (GPS) — Surface texture: Profile method — Terms, 
definitions and surface texture parameters (ISO 4287) 

EN ISO 4288, Geometrical product specifications (GPS) — Surface texture: Profile method — Rules and 
procedures for the assessment of surface texture (ISO 4288) 

EN ISO 4892-1, Plastics — Methods of exposure to laboratory light sources — Part 1: General guidance (ISO 
4892-1) 

EN ISO 4892-2:2013, Plastics — Methods of exposure to laboratory light sources — Part 2: Xenon-arc lamps 
(ISO 4892-2:2013) 

EN ISO 4892-3, Plastics — Methods of exposure to laboratory light sources — Part 3: Fluorescent UV lamps 
(ISO 4892-3) 

EN ISO 6506-1, Metallic materials — Brinell hardness test — Part 1: Test method (ISO 6506-1) 

EN ISO 12945-2, Textiles — Determination of fabric propensity to surface fuzzing and to pilling — Part 2: 
Modified Martindale method (ISO 12945-2) 
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