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PREFACE

This edition of this Standard was prepared by the Standards Australia Committee on Welding
of Structures to supersede AS 1554.2—1980. It provides for the welding of steel studs to
steel elements, other than pressure vessels, by the stud welding technique, and is based on
the American Welding Society Structural Welding Code (ANSI/AWS D1.1); acknowledgment
is made of the assistance received from this document. The Standard provides for welded
studs used as shear connectors in composite steel/concrete construction or as concrete
anchors, or used for attachment of members or appurtenances to steel members.

This Standard requires that the stud material, the stud base, the stud welding procedure, and
the welding operator, be qualified before welding is commenced. This Standard also contains
provisions for details of studs and stud bases, and the qualification, workmanship and testing
of finished welds.

Statements expressed in mandatory terms in notes to tables are deemed to be requirements
to this Standard.
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Users of Standards are reminded that copyright subsists in all Standards Australia publications and software. Except where the
Copyright Act allows and except where provided for below no publications or software produced by Standards Australia may be
reproduced, stored in a retr ieval system in any form or transmit ted by any means without prior permission in wri ting from Standards
Australia. Permission may be conditional on an appropriate royalty payment. Requests for permission and information on commercial
software royalt ies should be directed to the head office of Standards Australia.

Standards Australia will permit up to 10 percent of the technical content pages of a Standard to be copied for use exclusively
in-house by purchasers of the Standard without payment of a royalty or advice to Standards Australia.

Standards Australia wil l also permit the inclusion of its copyright material in computer software programs for no royalty
payment provided such programs are used exclusively in-house by the creators of the programs.

Care should be taken to ensure that material used is from the current edit ion of the Standard and that it is updated whenever the
Standard is amended or revised. The number and date of the Standard should therefore be clearly identif ied.

The use of material in print form or in computer software programs to be used commercially, with or without payment, or in
commercial contracts is subject to the payment of a royalty. This policy may be varied by Standards Australia at any time.
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