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In Tables 3, 5, 6, A.1 and B.1: 

In column 1 titled “Designation”, underneath the column “Name”, "GX3CrNiMoCuN25-6-3-3" shall be 
replaced with "GX2CrNiMoCuN25-6-3-3". 

 

In Table 3: 

In the column titled “Impact test”, the rows concerning GX5CrNiNb19-11 and concerning 
GX2CrNiMo19-11-2 are empty, therefore they shall be respectively changed to "40 g" and "80 g". 
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