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Annex NA 
(informative) 

 
National Annex to I.S. EN 206-1:2002 

Introduction 

This National Annex serves to elaborate the requirements for concrete relevant to provisions valid in Ireland.  

Where #subclauses$ and tables in this National Annex directly relate to those in I.S. EN 206-1, the 
corresponding numbers will be referenced. 

#The start and finish of text introduced, altered or deleted by this National Amendment No. 2 are indicated 
by tags #$.  National Amendment No. 1 is not marked.$ 

NA.1 Classification (clause 4) 

NA.1.1 Exposure classes related to environmental actions 

In Table 1 of I.S. EN 206-1 ‘Exposure classes’, class designation 6, ‘Chemical attack’, include as an 
informative example in XA2 “Sea Water”. 
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