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Foreword 

This document (EN 12568:2010) has been prepared by Technical Committee CEN/TC 161 “Foot and leg 
protectors”, the secretariat of which is held by BSI. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by November 2010, and conflicting national standards shall be withdrawn 
at the latest by November 2010. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN 12568:1998. 

Products described by this standard are not personal protective equipment (PPE) and cannot be "CE" marked. 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, 
Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, 
Sweden, Switzerland and the United Kingdom. 
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Introduction 

EN ISO 20345, EN ISO 20346 and EN ISO 20347 relate to safety, protective and occupational footwear which 
define the performance and required properties of the footwear. On introducing these standards all national 
standards relating to safety toecaps and penetration resistant inserts were withdrawn leaving the 
manufacturers of these items with no means of demonstrating the performance of their products. This 
European Standard has been prepared to allow manufacturers to demonstrate the performance level of the 
toecaps and penetration resistant inserts before being inserted into the footwear. 
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1 Scope 

This European Standard specifies requirements and test methods for toe caps and inserts with resistance 
against mechanical penetration, intended to function as components of PPE footwear (e.g. as described by 
EN ISO 20345, EN ISO 20346 and EN ISO 20347). 

2 Normative references 

The following referenced documents are indispensable for the application of this document. For dated 
references, only the edition cited applies. For undated references, the latest edition of the referenced 
document (including any amendments) applies. 

EN ISO 20345:2004, Personal protective equipment — Safety footwear (ISO 20345:2004) 

EN ISO 20346:2004, Personal protective equipment — Protective footwear (ISO 20346:2004) 

EN ISO 20347:2004, Personal protective equipment — Occupational footwear (ISO 20347:2004) 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN ISO 20345:2004,  
EN ISO 20346:2004 and EN ISO 20347:2004 and the following apply. 

3.1 
internal toe cap 
toe cap intended to be incorporated underneath the upper of footwear intended to provide protection against 
mechanical impact and compression 

3.2 
external toe cap  
toe cap intended to be incorporated on top of the footwear upper forepart intended to provide protection 
against mechanical impact and compression 

3.3 
penetration resistant insert 
footwear component placed (or intended to be placed) in the sole complex in order to provide protection 
against mechanical penetration 
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