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Foreword 

This document (CEN/TS 12201-7:2014) has been prepared by Technical Committee CEN/TC 155 “Plastics 
piping systems and ducting systems”, the secretariat of which is held by NEN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes CEN/TS 12201-7:2003 and CEN/TS 13244-7:2003. 

EN 12201, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE), consists of the following parts: 

— EN 12201-1, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE) — Part 1: General 

— EN 12201-2, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE) — Part 2: Pipes 

— EN 12201-3, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE) — Part 3: Fittings 

— EN 12201-4, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE) — Part 4: Valves 

— EN 12201-5, Plastics piping systems for water supply, and for drainage and sewerage under pressure — 
Polyethylene (PE) — Part 5: Fitness for purpose of the system 

— CEN/TS 12201-7, Plastics piping systems for water supply, and for drainage and sewerage under 
pressure — Polyethylene (PE) — Part 7: Guidance for the assessment of conformity 

This issue of CEN/TS 12201-7 takes into account the technical changes made in the revision of EN 12201-1, 
EN 12201-2, EN 12201-3, EN 12201-5 and EN 12201-4, published in 2011 and respectively in 2012. 
Guidance for the assessment of conformity given in this document has been revised to reflect the changes 
made to test methods and requirements given in EN 12201-1, EN 12201-2, EN 12201-3, EN 12201-4 and 
EN 12201-5. Two new types of pipe have been introduced, i.e. coextruded pipes and peelable layer pipes. 
The sampling procedures and sampling frequencies for these types of pipes have been introduced into the 
tables for TT, BRT, PVT and AT for pipes. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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Introduction 

Figure 1 and Figure 2 are intended to provide general information on the concept of testing and organization 
of those tests used for the purpose of the assessment of conformity. For each type of test, i.e. type testing 
(TT), batch release test (BRT), process verification test (PVT), and audit test (AT), this part of EN 12201 
details the applicable characteristics to be assessed as well as the frequency and sampling of testing. 

A typical scheme for the assessment of conformity of compounds, pipes, fittings, valves, joints or assemblies 
by manufacturers is given in Figure 1. 

 

Figure 1 — Typical scheme for the assessment of conformity by a manufacturer 

A typical scheme for the assessment of conformity of compounds, pipes, fittings, valves, joints or assemblies 
by manufacturers, including certification, is given in Figure 2. 
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