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Foreword 

This document (EN ISO 14373:2015) has been prepared by IIW “International Institute of Welding“ in 
collaboration with Technical Committee CEN/TC 121 “Welding” the secretariat of which is held by DIN. 

This European Standard shall be given the status of a national standard, either by publication of an identical 
text or by endorsement, at the latest by September 2015, and conflicting national standards shall be 
withdrawn at the latest by September 2015. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes EN ISO 14373:2007. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to implement this European Standard: Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, 
Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, 
Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 

Endorsement notice 

The text of ISO 14373:2015 has been approved by CEN as EN ISO 14373:2015 without any modification. 
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards 
bodies (ISO member bodies). The work of preparing International Standards is normally carried out 
through ISO technical committees. Each member body interested in a subject for which a technical 
committee has been established has the right to be represented on that committee. International 
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work. 
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of 
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are 
described in the ISO/IEC Directives, Part 1.  In particular the different approval criteria needed for the 
different types of ISO documents should be noted.  This document was drafted in accordance with the 
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).  

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. ISO shall not be held responsible for identifying any or all such patent rights.  Details of 
any patent rights identified during the development of the document will be in the Introduction and/or 
on the ISO list of patent declarations received (see www.iso.org/patents). 

Any trade name used in this document is information given for the convenience of users and does not 
constitute an endorsement.

For an explanation on the meaning of ISO specific terms and expressions related to conformity 
assessment, as well as information about ISO’s adherence to the WTO principles in the Technical Barriers 
to Trade (TBT) see the following URL:  Foreword - Supplementary information

ISO 14373 was prepared by IIW, International Institute of Welding, Commission III. Requests for official 
interpretations of any aspect of this International Standard should be directed to the ISO Central 
Secretariat, who will forward them to the IIW Secretariat for an official response.

This second edition cancels and replaces the first edition (ISO 14373:2006), which has been technically 
revised to align it with ISO 17677-1.
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Introduction

This International Standard no longer includes figures showing failure types and modes for tensile shear 
and cross tension testing in accordance with ISO 14329.
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Resistance welding — Procedure for spot welding of 
uncoated and coated low carbon steels

1 Scope

This International Standard specifies requirements for resistance spot welding in the fabrication of 
assemblies of uncoated and metallic coated low carbon steel, comprising two or three sheets of metal, 
where the maximum single sheet thickness of components to be welded is within the range 0,4 mm to 
3 mm, for the following materials:

— uncoated steels;

— hot-dip zinc or iron-zinc alloy (galvannealed) coated steel;

— electrolytic zinc, zinc-iron, or zinc-nickel coated steel;

— aluminium coated steel;

— zinc-aluminium coated steel.

This International Standard is applicable to welding of sheets of the same or dissimilar thickness, where 
the thickness ratio is less than or equal to 3:1. It applies to the welding of three thicknesses, where the 
total thickness is less than or equal to 9 mm.

Welding with the following types of equipment is within the scope of this International Standard:

a) pedestal welding equipment;

b) gun welders;

c) automatic welding equipment where the components are fed by robots or automatic feeding 
equipment;

d) multi welders;

e) robotic welders.

Information on appropriate welding equipment is given in Annex A, and information on spot welding 
conditions is given in Annex B. This information is provided for guidance only.

Depending on the service conditions of the fabrication, the type of welding equipment, the characteristics 
of the secondary circuit, the electrode material, and the shape, it is possible that certain modifications 
are necessary. In such cases, further information can be obtained from the relevant application standard, 
where one exists.

The welding of organic coated or primer coated steels is not within the scope of this International 
Standard.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are 
indispensable for its application. For dated references, only the edition cited applies. For undated 
references, the latest edition of the referenced document (including any amendments) applies.

ISO 5182, Resistance welding — Materials for electrodes and ancillary equipment

ISO 10447, Resistance welding — Peel and chisel testing of resistance spot and projection welds

INTERNATIONAL STANDARD ISO 14373:2015(E)

© ISO 2015 – All rights reserved 1

I.S. EN ISO 14373:2015
This is a free page sample. Access the full version online.



This is a free preview.  Purchase the entire publication at the link below:

Product Page

Looking for additional Standards? Visit Intertek Inform Infostore 

Learn about LexConnect, All Jurisdictions, Standards referenced in Australian legislation

https://shop.standards.ie/en-ie/standards/i-s-en-iso-14373-2015-883328_saig_nsai_nsai_2098254/
https://www.intertekinform.com
https://www.intertekinform.com/en-au/regulatory-management/lexconnect-and-codeconnect/

